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Sprayed concrete — Principles, design and applications
On-line 3 days training session

The objective of this training session is to present a global overview of the development and use of
sprayed concrete in soil and rock tunnelling. The training will provide all the necessary information
for a good design, quality control and application of sprayed concrete with references to
interesting case studies. The course will highlight the Ilatest improvements in spraying
equipment and technology. Certification issues for nozzlemen will be also presented.

1%t October_Day 1_Opening and session 1_ 8:45 — 13:00 CDT time (15:45 - 20:00
CEST time

08:45 - 09:00 - Opening of the training event

09:00 - 10:45 Chap 1: General overview of the sprayed concrete
P1: 9:00 - 9:45 - Historical background and global description /Tom MELBYE/

= Early developments and equipment
= Evolution
= Reinforcements and fibres
P2: 9:45 - 10:30 - Overview of sprayed concrete methodology /Catherine LARIVE/
=  Wet and dry processes
= Selection criteria
10:30 — 10:45 - Questions & Answers

10:45-11:15 Break

11:15-13:00 Chap 2: Applications in soils and rocks — case studies

P3:11:15 - 12:00 - Application in rock tunnelling /Karl Gunnar HOLTER/
= Early protection
= Supportin conventional tunnelling
=  Waterproofing and final lining

P4: 12:00 - 12:45 - Application in soil tunnelling /Nasri MUNFAH/
= Early protection
= Supportin conventional tunnelling
=  Waterproofing and final lining
12:45- 13:00 - Questions & Answers
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2" October Day 2 Session 2 9:00— 13:00 CDT time (16:00 - 20:00 CEST time)

09:00 - 10:45 Chap 3: Design of the structure

P5: 9:00 - 9:45 - Main design principles /David OLIVEIRA/
= Behaviour characteristics
= Codes and design tools
= Fibre reinforced concrete,
=  Fire behaviour
P6: 9:45 - 10:30 - Example of design of a fibre reinforced concrete /David OLIVEIRA/
= Design steps,
=  Fire behaviour
10:30 - 10:45 - Questions & Answers

10:45 - 11:15 - Break

11:15 - 13:00 Chap 4: Mix design, tests and quality control

P7:11:15 - 12:00 — Basics of the mix design /Marc JOLIN/
= Basics of the mix design

P8: 12:00 - 12:45 — Laboratory tests and onsite controls /Nicolas LECLERE/
= Hold points and critical control points
= Suitability tests
= |Internal and independent inspection during the works
12:45 - 13:00 - Questions & Answers

3" October Day 3 Session 3 9:00 - 13:00 CDT time (16:00 - 20:00 CEST time)

09:00 - 10:45 Chap 5: Recent developments

P9: 9:00 - 9:45 - New equipment and technologies /Ross DIMMOCK/
= Automation and robotisation
=  Perspective for sustainable solutions
P10: 9:45 - 10:30 - New developments /Nick CHITTENDEN/
=  Waterproofing
= Sprayed concrete as a final lining
10:30 - 10:45 - Questions & Answers

10:45 - 11:15 - Break

11:15 - 13:00 Chap 6: Importance of training and certification issues
P11:11:15 - 12:00 - The training steps and tools /Benedikt LINDLAR/
P12:12:00 - 12:45 - Certification scheme for Nozzel operator /Michael KOMPATSCHER/
P13: 12:45 — 13:30 — Testing and performance criteria EN standard /Benoit de RIVAZ/
13:30 - 13:45 - Questions & Answers

13:45 - Conclusion & closure
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